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LAMPIRAN 

 

Spesimen 1 HDPE 50%, LDPE 45%, Getah alam 5% 
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Spesimen 2 HDPE 50%, LDPE 40%, Getah alam 10% 
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Spesimen 3 HDPE 50%, LDPE 35%, Getah alam 15% 
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Spesimen 4 HDPE 50%, LDPE 30%, Getah alam 20% 
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FOTO PEMBUATAN DAN PENGUJIAN 

 

          

 

           

 

 

 


